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ABSTRACT 

This paper presents the structural behavior of newly-developed hybrid structural insulated 

panels (SIPs) formed by incorporating lignocellulosic composites—jute fiber composite (JFC) 

and medium-density fiber (MDF)—as intermediate layers between aluminum skin and an 

expanded polystyrene (EPS) core. The investigation was conducted as an experimental work. A 

four-point bending load was performed to create pure bending conditions, and the samples were 

prepared in accordance with ASTM C 393-00 standards. Testing was performed using a 100 kN 

servo-hydraulic machine with a loading rate of 5 mm/min. The results show that the 

incorporation of intermediate JFC or MDF layers enhanced the flexural behavior of the SIPs. 

The ultimate loads of hybrid SIPs with JFCs or MDF were, respectively, approximately 62.59% 

and 168.58% higher than the ultimate load achieved by SIPs without intermediate layers. 

Hybrid SIPs exhibited a much larger area under the load-deflection curve than those of 

conventional SIPs; this points to the toughness of the material and its ability to sustain larger 

compression strain prior to reaching their ultimate loads, which prevents them from prematurely 

failing under buckling or indentation. 

 

Keywords:  Hybrid structure; Insulated panels; Pure bending; Structural behavior  

 

1. INTRODUCTION 

Composite sandwich panels that can be manufactured rapidly, cheaply, and in copious amounts 

can meet all requirements of an optimal building component. Previously, composite sandwich 

panels have been widely used in manufacturing industries, but continued development has 

allowed them to become a viable choice in other applications, such as civil and building 

infrastructure. A high strength-to-weight ratio is the most recognized advantage of composite 

sandwich panels (Davies, 2001), and they also have excellent insulation properties (Zenkert, 

1995). An additional advantage of composite sandwich panels, due to their lightweight 

properties, is that they have good resistance to earthquakes. Mistler and Valls (2004) stated that 

sandwich construction systems may reduce the mass of buildings by 70% compared to 

traditional European floor systems. 

An  earthquake’s  force  is  related  to  its  acceleration  and  the mass of the buildings it hits; the 
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heavier the building, the more force is exerted. Reducing the mass of structures and buildings is 

thus the most critical factor in decreasing the risk of earthquake damage (Ergul et al., 2003). 

Some researchers relate earthquake-resistant housing to sustainability. Lewis (2003) stated that 

damage and destruction caused by natural hazards is the arch-indicator of non-sustainable 

development, so earthquake-resistant buildings are seen as a prerequisite in sustainable housing. 

Many countries have their own criteria for sustainability, including those in Southeast Asia; 

Bakar et al. (2011) reported their work on developing a sustainability index for housing in 

Malaysia. While in Indonesia, Firmawan et al. (2016) introduced a green construction site index 

(GCSI) to evaluate whether ongoing projects were conducive to sustainable green construction. 

SIPs are believed to be the most successful application of composite sandwich panels in the 

housing industry. The panels are made by sandwiching a rigid insulation foam core between 

two skins, which are typically made of oriented strand board (OSB) (Morley, 2000). Besides 

providing excellent structural integrity, SIPs ensure greater environmental sustainability (Tracy, 

2000) and can provide strong, energy-efficient insulation for buildings (Andrews, 1992; 

Mullens & Arif, 2006). The greatest advantage of SIPs is that they allow structural support and 

insulation to be incorporated into a single system, which enables greater durability (Kermany, 

2006). OSB is commonly used for the skin of SIPs, but the possibility of mold build-up and 

disintegration in water limits OSB’s use as a skin (Vaidya et al., 2010). Kawasaki et al. (1999) 

developed a wood-based sandwich panel with a low-density fiberboard core with different face 

materials for structural insulated walls and floors, and the results showed that low-density 

fiberboard’s heat retention properties were superior to current commercial insulators, such as 

plastic foams and mineral wools. In addition, Vaidya et al. (2010) developed an innovative 

composite structural insulated panel (CSIP) using E-glass fibers blended with a polypropylene 

matrix for the skins and an EPS foam core, which was designed for the exterior walls of a 

modularized structure. Furthermore, Kalyankar and Uddin (2011) researched developing SIPs 

with natural fiber laminate skin. The sandwich panel consists of JFC skins and an EPS core. 

Under the bending test, NSIPs sustained 190% more bending stress than traditional OSB SIPs 

and 70% weight reduction compared to OSB SIPs. More recently, Uddin and Du (2014) 

reported their work on new thin shells made of composite structural insulated panels and 

confirmed that the new SIPs were not only usable, but also competitive.  

The work reported in this paper highlights the comprehensive development of hybrid structural 

insulated panels that incorporate lignocellulosic composites as intermediate layers. The 

preliminary experiments were conducted using simple comparative experiments (Fajrin et al., 

2011) and single-factor experimental design (Fajrin et al., 2011). The preliminary works were 

focused on selecting appropriate materials for both core and intermediate layers. It was found 

that EPS foam was a suitable choice for the core, while MDF performed well for the 

intermediate layer materials. Further development of the project that used natural fiber 

composites for the intermediate layer recommended JFC as a suitable intermediate layer 

material (Fajrin et al., 2013). More recently, a comprehensive analysis of the flexural behavior 

of the newly-developed panel in the medium-scale experiment was also reported (Fajrin et al., 

2016). The final stage of this project was developing a structural component in a full-scale 

experiment that could be used in building structures, which was made up of hybrid SIPs. The 

hybrid SIPs in this research were made by inserting JFC and MDF as intermediate layers in 

between aluminum skins and an EPS core. The basic concept of hybrid SIPs investigated in this 

research follows the work of Mamalis et al. (2008), who introduced the concept of hybrid 

sandwich panels with intermediate layers.  

This paper discusses the flexural behavior of the newly-made SIPs under pure bending load in a 

full-scale experiment, which includes comparing ultimate load with failure modes, load-

deflection, and load-strain behavior. For comparison purposes, the performance of hybrid SIPs 
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was compared to that of conventional SIPs. 

 

2. EXPERIMENTAL PROCEDURES 

All experimental work, including sample preparation and structural testing, was conducted at 

the Centre of Excellence in Engineered Fiber Composites (CEEFC), University of Southern 

Queensland (USQ), Australia. The skins of the hybrid sandwich panels were prepared using 

aluminum sheet 5005 H34, while Isolite® EPS was used for the core. Two types of materials 

were used for the intermediate layers: JFC and MDF. The characteristics of the skin and core 

materials are shown in Table 1. 

 

 Table 1 Characteristics of the skin and core materials 

Core: Isolite® EPS Skin: Aluminum 5005 H34 

Grade : VH (Very High) Density (ρ) : 2700 kg/m3 

Density (ρ) : 28 kg/m3 Modulus Elasticity (E) : 68.2 GPa 

Modulus Elasticity (E) : 7250 kPa (7.25 MPa) Poisson ratio : 0.33 

Poisson ratio : 0.35 Shear modulus : 25.9 GPa 

Flexural strength : 337 kPa Shear strength : 96.5 MPa 

Shear stress : 240 kPa Ultimate tensile strength : 159 MPa 

  Yield tensile strength : 138 MPa 

 

The samples were sized to be 1150×100×52 mm with a span length of 900 mm. The aluminum 

skin’s thickness was 1 mm, while the thickness of the intermediate layers was 5 mm. A 50 mm-

thick EPS was used for the control (the SIP without an intermediate layer) and a 40 mm-thick 

one was used in both hybrid panels (the SIPs with intermediate layers), making the panels’ 

thickness no more than 52 mm. The experiments for each variable panel were conducted four 

times for a total of 12 beams being sampled. The properties of each intermediate layer are 

presented in Table 2, while a cross-section view of the samples is shown in Figure 1. 

 

Table 2 Properties of intermediate layer materials 

Mechanical properties Medium-Density Fiber (MDF) Jute Fiber Composite (JFC) 

Modulus Elasticity (E) :  4000 MPa : 4502 MPa 

Poisson ratio :  0.25 : 0.361 

Tensile strength :  18 MPa : 42.44 MPa 

Shear strength :  2500 MPa (modulus) : 27.7 MPa 

Flexural strength :  18 MPa : 56.23 MPa 

Compressive strength :  10 MPa : 57.26 MPa 

 

A four-point bending test was performed to create pure bending conditions. This testing 

arrangement is preferred because it has the advantage of uniform tensile or compressive stresses 

with zero shear being produced over the area between the loading points (Harte et al., 2000). 

The test was performed in accordance with ASTM C 393-00 standards (ASTM, 2000), which 

outline the required properties of flat sandwich constructions subjected to flatwise load. A 100 

kN servo-hydraulic machine with a loading rate of 5 mm/min was used for the testing process. 

A System 5000 data logger was then used to obtain applied load, displacement, and strain data. 

The test setup can be seen in Figure 2.  
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Figure 1 A cross-section view of the sample: (A) hybrid sandwich panel; (B) conventional 

sandwich panel 

 

 

Figure 2 The setup of the four-point bending test 

 

3. RESULTS AND DISCUSSION 

3.1.  Comparison of Ultimate Loads and Failure Modes 

The results of flexural testing on SIPs are provided in Table 3. The average ultimate load 

capacity of conventional SIPs (CTR) was 496.5 N, while that of SIPs with JFC and MDF 

intermediate layers was 807.25 N and 1333.5 N, respectively. It is also clearly shown in Figure 

3 that the load carrying capacity of hybrid SIPs with JFC is 62.59% higher than those of 
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conventional SIPs. More significant improvement is achieved when MDF is employed for the 

intermediate layer, making the carrying capacity approximately 168.58% higher instead of 

62.59%. Furthermore, hybrid SIPs with MDF intermediate layers sustained 65.19% higher load 

than the hybrid SIPs with JFC intermediate layers. However, there is some concern about the 

maximum achieved loads among the samples; for instance, sample 4 in the CTR group has an 

ultimate load of 407 N with a deflection of 10.18 mm. In contrast, sample 2 sustained more load 

(572 N) and only deflected about half of the sample 4 (5.7 mm). Similarly, the deflection of 

sample 4 within the JFC group, which is 61.11 mm, is almost double the rest of the samples. 

This phenomenon is normal in sandwich panel testing and analysis where the final achieved 

loads are determined by the mode of failure encountered. The failure mechanism of the 

sandwich structure that occur under bending load may arise from various mechanisms (Zenkert, 

1995), including compression or tension failure of the skins, core shear, wrinkling, local 

indentation, debonding at the interface of core and facing, and global buckling (Daniel, 2009). 

More specifically, sandwich panels with foam core are likely to fail due to indentation, face 

wrinkling, or core shear (Mamalis et al., 2008), which may result in lower load carrying 

capacities. Further analysis about this phenomenon is given in the next part about failure mode 

mechanism. Although there are significant differences between the ultimate loads, the 

maximum loads and deflections within the elastic region—which are extremely important to 

consider when using sandwich panels as a building material—are reasonably similar. The 

coefficient of variations (CV) values are also within the range of acceptable values.  

 

Table 3 The results of flexural testing 

No 

CTR JFC MDF 

Load 

(N) 

Deflection 

(mm) 

Load 

(N) 

Deflection 

(mm) 

Load 

(N) 

Deflection 

(mm) 

1 489.00 8.58 898.00 39.36 1241.00 16.53 

2 572.00 5.70 751.00 38.72 1537.00 26.4 

3 518.00 7.84 842.00 36.69 1275.00 19.41 

4 407.00 10.18 738.00 61.11 1281.00 24.58 

Average 496.50 8.08 807.25 43.97 1333.50 21.73 

StDev 68.87 1.86 76.16 11.48 136.81 4.56 

CV 13.87 23.01 9.43 26.10 10.25 20.98 

 

 

Figure 3 The average maximum load carrying capacity and deflection against intermediate layers 
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Figure 4 shows several dominant failure modes observed during the bending test. The failure 

mechanisms for CTR panels include diagonal shear crack, vertical shear crack, and debonding 

at the interface of core and skin. The shear failure was initiated by a single crack at the bottom 

underneath the loading point. The crack then spread towards the inner roller point at the top, 

forming a vertical crack pattern with an angle of almost 900. As loading continued, the bottom 

crack grew, triggering a delamination between core and skin. According to Mirzapour et al. 

(2005), this failure mechanism was governed by the foam core and is called a foam core 

stretching phenomenon. The foam core cell stretched at the tension side of the specimen as the 

load increased, initiating multiple cracks at the lower part just below the inner roller.  

 

 

Figure 4 Failure mechanisms of the conventional and hybrid structural insulated panels 

 

Another type of failure mechanism observed was the debonding at the interface of the core 

and skin at the upper part. The debonding started near the loading point and quickly spread 

along the interface towards the edge of the specimen. Such failure was also common in 

sandwich panel beams tested under flexural load (Mahfuz et al., 2004; Mirzapour et al., 

2005). It seems that the primary reason for this specific failure mechanism was the weak bond 

strength at the interface of the skin and the core. It is clearly shown in Figure 4A that there 

was no trace of EPS foam core on the debonded interface, meaning that the bond strength was 

significantly lower than the shear strength of the core. Figure 4B shows the failure modes of 

the hybrid sandwich panels with the JFC intermediate layers. This type of hybrid SIP 

collapsed under two categories of failure modes: delamination of the core-intermediate layer 

and shear failure of the core. The shear failure of the core was frequently accompanied by the 

debonding mechanism at the interface of the core and intermediate layer. Parallel to the shear 

failure of the core in other specimen groups, the failure mechanism began with an individual 

crack that initiated either near the loading point or the support roller, both within the shear 

span of the specimens. The cracks then spread as the loading increased and they terminated at 

a point near the support roller. 
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The failure mechanism of hybrid SIPs with MDF intermediate layers is depicted in Figure 4C. 

As seen in the figure, the principle failure mode of this sample category was shear failure of 

the core, with or without debonding at the interface of the core and intermediate layers. In 

contrast to the debonding mechanism in the JFC hybrid SIPs caused by the weak bond 

strength throughout the length of the specimen, the mechanism in this sample category 

occurred only within the shear region. It is important to note that the observed shear core 

failure within hybrid SIPs likely occurred due to excessive shear deformation of the soft core 

under large deflection, which a previous finding suggests (Sharaf et al., 2010). The other 

failure mechanism was a longitudinal shear failure of the core initiated at the edge of the 

specimen. As shown in this figure, a significant amount of the EPS core was left with the 

intermediate layers at the debonded interface. This suggests that the bond strength at the 

interface of the core-intermediate layer exceeded the compression strength of the core 

resulting in higher load-bearing capacity of the specimens. Therefore, the significantly 

increased ultimate loads that hybrid SIPs carry can be related to the presence of intermediate 

JFC or MDF layers within the sandwich structure. The intermediate layers provided 

reasonable support for the thin aluminum skin to carry the bending loads and prevented 

premature failure mechanisms such as indentation or delamination of the skin and core, which 

was observed in the conventional SIPs without intermediate layers. It is also important to note 

that there was no observed failure at either the intermediate layers, the skin of the hybrid 

SIPs, or the interface between them. This indicates that the flexural loads had been transferred 

to the core of the sandwich panel, which resulted in core shear failure that triggered 

debonding at the interface of the core and intermediate layers. The results confirmed a 

previous finding that stated hybrid sandwich panels with intermediate layers are superior to 

equivalent aluminum structures and conventional sandwich panels (Mamalis et al., 2008). It 

also confirmed that sandwich panels with a soft core are more vulnerable to compression of 

the skin, which may result in lower strength (Sharaf et al., 2010). 

3.2.  Comparison of Load-Deflection and Load-Strain Behavior 

The comparison of the load-deflection behavior of SIPs is presented in Figure 5. It is clear in 

the figure that the load carrying capacity of hybrid SIPs is much higher than conventional SIPs. 

In fact, all the tested SIPs were ductile, which is desirable in building components for structural 

applications.  

 

 

Figure 5 Comparison of load-deflection graphs of representative samples from the CTR, JFC, and MDF 

specimen groups 
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In this graph, only one of the four samples was randomly chosen from each category for 

comparison purposes. A sample labelled MDF-SIP-5 was chosen from the MDF category, 

while CTR-SIP-2 and JFC-SIP-2 were randomly selected from the CTR and JFC categories, 

respectively. The load-deflection curves of all tested samples do not show a distinct yield point 

prior to failing and then forming a plastic region beyond the ultimate load. The initial sections 

of the curves in the graph were quite linear, which may be due to the linear elastic deformation 

of the cell structures. Mirzapour et al. (2005) explained that in sandwich panels with a foam 

core, the slope of the load-deflection curve will change as the cell ruptures due to stretching. 

After reaching the yield point, the foam will deform almost uncontrollably and finally collapse 

at the maximum applied load. In general, the lines departed in straight diagonals and then 

diverged upwards to reach their respective ultimate loads. The load decreased gradually beyond 

the peak load, while deflection steadily increased until the testing was automatically terminated. 

As Figure 5 shows, hybrid SIPs with MDF intermediate layers are much stiffer than both hybrid 

SIPs with JFC intermediate layers and conventional SIPs (CTR). The CTR sample reached its 

ultimate load of approximately 490 N at a deflection of 10 mm while the JFC specimen reached 

the same load at the deflection of approximately 20 mm. Hybrid SIPs with MDF intermediate 

layers reached a similar load at slightly less deflection, which was approximately 7.5 mm. In 

general, although hybrid SIPs with JFC intermediate layers were less stiff than those with MDF 

intermediate layers, the ductile attribute of this type of panel has an additional advantage of 

being safer when utilized in buildings. Fiber-reinforced polymer (FRP) such as JFC laminate, 

which was used as intermediate layers within this sandwich structure, tends to flex instead of 

break, and this makes for good earthquake resistance (Hota & Liang, 2011). Theoretically, SIPs 

with JFC intermediate layers should be stiffer than CTRs. It seems that the difference in 

collapse mechanisms—where the JFC panel failed due to delamination process while CTR 

panel collapsed due to core shear—resulted in the JFC panel being less stiff, since stiffness is a 

function of load and deflection. The deflection in the CTR panel immediately stopped when the 

panel abruptly collapsed under a combination of face compression and core shear when no 

more load could be carried by the structure. Meanwhile, the deflection in the JFC panel 

increased continuously even though the delamination process had initiated between the 

interface of the intermediate layers and the core. The JFC panel still carried significant load 

using its skin and intermediate layers and continuously deflected until the testing process was 

terminated. The early delamination process at the interface of the intermediate layers and the 

core may have resulted from the low bond strength of the two adjacent materials. Kim and You 

(2015) and Fajrin et al. (2016) reported a similar failure mechanism for sandwich structures 

with EPS and XPS foam core. 

Furthermore, there is an obvious advantage to incorporating intermediate layers into SIPs that 

relates to the toughness of the material and the load carrying capacity. Toughness represents a 

material’s ability to support loads, even after yielding or forming cracks (Somayaji, 1995). The 

toughness of a material can be measured as the area under the load-deflection curve. The hybrid 

SIPs exhibited a larger area under the load-deflection curve than those of conventional SIPs, 

thus indicating a hybrid SIPs’ superior toughness. It is also worth noting that although hybrid 

SIPs with a JFC intermediate layer are less stiff than those with an MDF intermediate layer, the 

larger area under the load-deflection curve indicates they are tougher. Furthermore, Somayaji 

(1995) described that an increase in toughness relates to an increase in the amount of energy 

required to produce specific damage conditions. He also stated that materials’ strength and 

stiffness may be the most important properties when considering the suitability of a material for 

use in building. Strength defines the collapse load while stiffness ensures that a structure does 

not deflect too much under load. These two properties are related to the elastic range of load-

deflection or stress-strain graph. However, it is also of comparable importance to consider that 
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the plastic region develops beyond the proportional limit, which is related to the ductility of a 

material. Plastic region is the region in which the material deforms permanently. Material which 

has large portion of plastic region will undergo a large amount of plastic deformation prior to 

collapse. When a building faced with unexpected extreme loads such as earthquakes, the plastic 

region becomes crucial as a large amount of energy being absorbed by the materials is mainly 

contributed by the plasctic region. As it was observed, the hybrid SIPs withstand large 

deflections before rupture, which is extremely important when considering them for buildings 

in which a considerable warning would be required before total collapse. Hence, a building that 

made of the newly-developed SIPs which has a higher toughness is able to withstand such 

unexpected high loads for a long period of time so as to allow more time for occupants to 

escape.  

Figure 6 shows the comparison of load-strain curve for the three different sample categories of 

tested structural insulated panels. The longitudinal strains were recorded by attaching strain 

gauges at the middle top surface (compression) and bottom surface (tension) of the tested 

panels. As initially predicted based on the constituent material properties, the load-strain curves 

show a non-linear evolution of strains. The skins and core material used within the sandwich 

structures were made of aluminum and EPS, which are ductile in nature and typically behave in 

a non-linear fashion. The load-strain evolution of sandwich structure can be expected based on 

the individual behavior of constituent materials (Tuwair et al., 2016). It is clearly shown by the 

load-strain graphs that the hybrid SIPs (JFC and MDF) possessed a higher capacity than CTRs.  

 

 

Figure 6 Comparison of load-strain relationship for structural insulated panels (SIPs) 

 

The figure also highlights that the top and bottom surface strains for all specimen categories 

(CTR, JFC and MDF) have similar strain values within their own categories. For example, the 

representative curves for the CTR group have a similar strain values for both compression and 

tension sides at 210 microstrains. Slightly different strain values were found in the MDF 

specimen: 330 microstrains in tension and 360 microstrains in compression. Comparable strains 

were also observed for the JFC specimen; its strain for compression and tension sides was 620 

microstrains and 600 microstrains, respectively. It is also worth noting that the CTR specimen 



786 The Structural Behavior of Hybrid Structural Insulated Panels under Pure Bending Load 

failed at 210 microstrains, which was only 58% the strain of the MDF specimens and 35% the 

compression strain of the JFC specimen. It seems that the aluminum skin on the CTR samples 

was not optimally utilized due to the sandwich panel’s premature failure under the combination 

of face compression buckling and core shear. The curve for each sample category indicated that 

the strains at both sides of the sandwich panels increased linearly with the load early on and 

then started to deviate until they reached their ultimate loads. The strain evolution was 

reasonably similar to that shown in Daniel and Abot (2000), who noted that the strains in the 

skins deviated from linearity after the initiation of the first failure mechanism and progressed 

differently for the two skins up until failure. Overall, the introduction of intermediate layers 

helps hybrid SIPs to sustain larger compression strains prior to reaching their ultimate loads, 

which prevents them from prematurely failing under compression buckling. This finding also 

corroborated some earlier work in this field (Mamalis et al., 2008). 

 

4. CONCLUSION 

The experimental investigation of hybrid structural insulated panels (SIPs) with intermediate 

layers has been carried out under a four-point static bending load to create pure bending 

conditions. The bending behavior of hybrid SIPs has been compared to conventional SIPs 

without intermediate layers. The results show that the incorporation of intermediate layers 

made of lignocellulosic composites enhanced the structural behavior of SIPs under pure 

bending load. More specific outcomes are outlined as follows: (1) The load carrying capacity 

of hybrid SIPs with JFC and MDF was approximately 62.59% and 168.58% higher than the 

conventional SIPs without intermediate layers, respectively; (2) All tested specimens of 

structural insulated panels behave in a ductile manner. However, hybrid structural insulated 

panels developed much large area under the load-deflection curve than those of conventional 

sandwich panels which related to the toughness of the material; (3) The incorporation of 

intermediate layers within hybrid SIPs helps them sustain larger compression strain before 

reaching their ultimate loads that has prevented them to prematurely fail under buckling or 

indentation resulting in higher flexural ultimate load carrying capacity.  
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Abstract
This paper presents the structural behavior of newly-developed hybrid structural insulated panels (SIPs) formed by incorporating
lignocellulosic composites—jute fiber composite (JFC) and medium-density fiber (MDF)—as intermediate layers between aluminum skin and
an expanded polystyrene (EPS) core. The investigation was conducted as an experimental work. A four-point bending load was performed to
create pure bending conditions, and the samples were prepared in accordance with ASTM C 393-00 standards. Testing was performed using
a 100 kN servo-hydraulic machine with a loading rate of 5 mm/min. The results show that the incorporation of intermediate JFC or MDF
layers enhanced the flexural behavior of the SIPs. The ultimate loads of hybrid SIPs with JFCs or MDF were, respectively, approximately
62.59% and 168.58% higher than the ultimate load achieved by SIPs without intermediate layers. Hybrid SIPs exhibited a much larger area
under the load-deflection curve than those of conventional SIPs; this points to the toughness of the material and its ability to sustain larger
compression strain prior to reaching their ultimate loads, which prevents them from prematurely failing under buckling or indentation.

Keywords

Hybrid structure; Insulated panels; Pure bending; Structural behavior

Introduction

Composite sandwich panels that can be manufactured rapidly, cheaply, and in copious amounts can meet all requirements of an optimal
building component. Previously, composite sandwich panels have been widely used in manufacturing industries, but continued development
has allowed them to become a viable choice in other applications, such as civil and building infrastructure. A high strength-to-weight ratio is
the most recognized advantage of composite sandwich panels (Davies, 2001), and they also have excellent insulation properties (Zenkert,
1995). An additional advantage of composite sandwich panels, due to their lightweight properties, is that they have good resistance to
earthquakes. Mistler and Valls (2004) stated that sandwich construction systems may reduce the mass of buildings by 70% compared to
traditional European floor systems.

An  earthquake’s  force  is  related  to  its  acceleration  and  the mass of the buildings it hits; the

heavier the building, the more force is exerted. Reducing the mass of structures and buildings is thus the most critical factor in decreasing the
risk of earthquake damage (Ergul et al., 2003). Some researchers relate earthquake-resistant housing to sustainability. Lewis (2003) stated that
damage and destruction caused by natural hazards is the arch-indicator of non-sustainable development, so earthquake-resistant buildings
are seen as a prerequisite in sustainable housing. Many countries have their own criteria for sustainability, including those in Southeast Asia;
Bakar et al. (2011) reported their work on developing a sustainability index for housing in Malaysia. While in Indonesia, Firmawan et al.
(2016) introduced a green construction site index (GCSI) to evaluate whether ongoing projects were conducive to sustainable green
construction.

SIPs are believed to be the most successful application of composite sandwich panels in the housing industry. The panels are made by
sandwiching a rigid insulation foam core between two skins, which are typically made of oriented strand board (OSB) (Morley, 2000). Besides
providing excellent structural integrity, SIPs ensure greater environmental sustainability (Tracy, 2000) and can provide strong, energy-
efficient insulation for buildings (Andrews, 1992; Mullens & Arif, 2006). The greatest advantage of SIPs is that they allow structural support
and insulation to be incorporated into a single system, which enables greater durability (Kermany, 2006). OSB is commonly used for the skin
of SIPs, but the possibility of mold build-up and disintegration in water limits OSB’s use as a skin (Vaidya et al., 2010). Kawasaki et al. (1999)

Authors Authors and Affiliations

Published at : 31 Oct 2017
IJtech : IJtech (https://ijtech.eng.ui.ac.id/) Vol 8, No 5 (2017) (https://ijtech.eng.ui.ac.id/issue/34) 
DOI : https://doi.org/10.14716/ijtech.v8i5.861 (https://doi.org/10.14716/ijtech.v8i5.861)

Cite this article as:
Fajrin, J., 2017. The Structural Behavior of Hybrid Structural Insulated Panels under Pure Bending Load. International Journal of Technology. Volume 8(5), pp. 777-788

603
Downloads

mailto:jauhar.fajrin@unram.ac.id
https://ijtech.eng.ui.ac.id/
https://ijtech.eng.ui.ac.id/issue/34
https://doi.org/10.14716/ijtech.v8i5.861
HP
Highlight



6/26/2020 Journal Issue

https://ijtech.eng.ui.ac.id/issue/34 2/12

31 Oct 2017

Volume 8, Number 5



6/26/2020 Journal Issue

https://ijtech.eng.ui.ac.id/issue/34 3/12

Designing National Policy and Strategies for Inclusive Development: Accelerating Infrastructure
Development for Growth and Prosperity (https://ijtech.eng.ui.ac.id/article/view/860)

Mohammed Ali Berawi

Publication Date (Online):
Oct 31, 2017 
DOI: https://doi.org/10.14716/ijtech.v8i5.860 (https://doi.org/10.14716/ijtech.v8i5.860)
Pages : 773-776

The Structural Behavior of Hybrid Structural Insulated Panels under Pure Bending Load
(https://ijtech.eng.ui.ac.id/article/view/861)

Jauhar Fajrin , Yan Zhuge, Frank Bullen, Hao Wang

Publication Date (Online):
Oct 31, 2017 
DOI: https://doi.org/10.14716/ijtech.v8i5.861 (https://doi.org/10.14716/ijtech.v8i5.861)
Pages : 777-788

Development of a New Blasting Vibroseis Technique and its Application to the Exploration of Geological
Structures (https://ijtech.eng.ui.ac.id/article/view/862)

Xinzhuang Cui, Zhennong Tian, Sheqiang Cui, Qing Jin

Publication Date (Online):
Oct 31, 2017 
DOI: https://doi.org/10.14716/ijtech.v8i5.862 (https://doi.org/10.14716/ijtech.v8i5.862)
Pages : 789-799

https://ijtech.eng.ui.ac.id/article/view/860
https://doi.org/10.14716/ijtech.v8i5.860
https://ijtech.eng.ui.ac.id/article/view/861
https://doi.org/10.14716/ijtech.v8i5.861
https://ijtech.eng.ui.ac.id/article/view/862
https://doi.org/10.14716/ijtech.v8i5.862
HP
Highlight



6/26/2020 Editorial Team

https://ijtech.eng.ui.ac.id/people 1/4

EDITORIAL TEAM

Editor in Chief

1. Dr. Mohammed Ali Berawi, Universitas Indonesia, Indonesia

Managing Editor

1. Dr. Nyoman Suwartha, Universitas Indonesia, Indonesia

Members

1. Prof. Dr. Akhmad Herman Yuwono , Universitas Indonesia, Indonesia
2. Dr. Anwar Usman, Universiti Brunei Darussalam, Brunei Darussalam
3. Dr. Cecilia Vale, University of Porto, Portugal
4. Dr. Eko Adhi Setiawan, Universitas Indonesia, Indonesia
5. Eny Kusrini, Ph.D, Universitas Indonesia, Indonesia
6. Prof. Dr. Esah Hamzah, Universiti Teknologi Malaysia, Malaysia
7. Dr. Giuseppe Lo Papa, Teagasc Rural Economy Research Centre, Ireland
8. Prof. Dr. Hamzah Abdul Rahman, Universiti Malaya, Malaysia
9. Dr. Hendri Dwi Saptioratri, Universitas Indonesia, Indonesia

10. Dr. Hng Huey Hoon, Nanyang Technological University, Singapore , Singapore
11. Prof. Dr. Isti Surjandari, Universitas Indonesia, Indonesia
12. Dr. Johannes Widodo, National University of Singapore, Singapore
13. Prof. Dr. Jong-Taek Oh, Chonnam National University, Korea, Republic of
14. Dr. Lee Wilson, University of Saskatchewan, Canada
15. Dr. Muhamad Asvial, Universitas Indonesia, Indonesia
16. Dr. Muhammad Arif Budiyanto, Universitas Indonesia, Indonesia
17. Prof. Dr. Muhammad Idiris Saleh, Universiti Sains Malaysia, Malaysia
18. Dr. Muhammad Suryanegara, Universitas Indonesia, Indonesia
19. Prof. Dr. Nandy Putra, Universitas Indonesia, Indonesia
20. Dr. Nofrijon Sofyan, Universitas Indonesia, Indonesia
21. Prof. Paramita Atmodiwiryo, Universitas Indonesia, Indonesia
22. Prof. Dr. Prof. Bambang Sugiarto, Universitas Indonesia, Indonesia
23. Prof. Dr. Prof. Dr. Dedi Priadi, Universitas Indonesia, Indonesia
24. Prof. Dr. Prof. Dr. Hideaki Ohgaki, Kyoto University, Japan
25. Prof. Dr. Raimundo Delgado, University of Porto, Portugal
26. Dr. Reza Kia, Islamic Azad University, Iran (Islamic Republic of)
27. Dr. Roy Woodhead, Digital Innovation, Sheffield Business School, Sheffield Hallam University, United Kingdom
28. Prof. Rui Calcada, University of Porto, Portugal
29. Dr. Ruki Harwahyu, Universitas Indonesia, Indonesia
30. Dr. Sam P. Sinha, Scientific Research & Development, United States
31. Prof. Dr. Simon P. Ringer, University of Sydney, Australia
32. Dr. Sri Harjanto, Universitas Indonesia, Indonesia
33. Prof. Dr. Sutrasno Kartohardjono, Universitas Indonesia, Indonesia
34. Prof. Dr. T. Yuri M. Zagloel, Universitas Indonesia, Indonesia
35. Prof. Dr. Toshio Shudo, Tokyo Metropolitan University, Japan
36. Prof. Dr. Yandi Andri Yatmo, Universitas Indonesia, Indonesia
37. Dr. Yudan Whulanza, S.T., M.Sc., Universitas Indonesia, Indonesia
38. Prof. Dr. Yung- Hui Lee, National Taiwan University, Taiwan
39. Dr. Yung-Jung Hsu, National Chiao Tung University, Taiwan

 About the Journal



6/26/2020 Editorial Team

https://ijtech.eng.ui.ac.id/people 2/4

Not as user?
Register (https://ijtech.eng.ui.ac.id/register)

LOGIN

Editorial Board (https://ijtech.eng.ui.ac.id/people)
Focus and Scope (https://ijtech.eng.ui.ac.id/about/5/focus-and-scope)
Online Submissions (https://ijtech.eng.ui.ac.id/about/3/online-submission)
Publication Policy (https://ijtech.eng.ui.ac.id/about/11/publication-policy)
Publication Ethics and Policy (https://ijtech.eng.ui.ac.id/about/10/policy)
Author Guidelines (https://ijtech.eng.ui.ac.id/about/4/author-guidelines)
List of Reviewers (https://ijtech.eng.ui.ac.id/about/12)

Most downloaded papers (https://ijtech.eng.ui.ac.id/home/mostdownloadedpapers)
Most cited papers (https://ijtech.eng.ui.ac.id/about/14)

 Login

Username

Username or email

Password

Password

 IJTech

p-ISSN : 2086-9614
e-ISSN : 2087-2100

 Journal Metrics

 (https://www.scimagojr.com/journalsearch.php?q=21100235612&tip=sid&exact=no) 

Metrics by SCOPUS 2018
CiteScore 2018: 1.06
CiteScoreTracker 2019: 1.18
Source Normalized Impact per Paper
(SNIP): 1.395

Acceptance rate: 27.41 %
Average time to publish: 149 days.

 IJTech is indexed in

https://ijtech.eng.ui.ac.id/register
https://ijtech.eng.ui.ac.id/people
https://ijtech.eng.ui.ac.id/about/5/focus-and-scope
https://ijtech.eng.ui.ac.id/about/3/online-submission
https://ijtech.eng.ui.ac.id/about/11/publication-policy
https://ijtech.eng.ui.ac.id/about/10/policy
https://ijtech.eng.ui.ac.id/about/4/author-guidelines
https://ijtech.eng.ui.ac.id/about/12
https://ijtech.eng.ui.ac.id/home/mostdownloadedpapers
https://ijtech.eng.ui.ac.id/about/14
https://www.scimagojr.com/journalsearch.php?q=21100235612&tip=sid&exact=no


6/26/2020 Journal Issue

https://ijtech.eng.ui.ac.id/issue/34 11/12

 Journal Metrics

 (https://www.scimagojr.com/journalsearch.php?q=21100235612&tip=sid&exact=no) 

Metrics by SCOPUS 2018
CiteScore 2018: 1.06
CiteScoreTracker 2019: 1.18
Source Normalized Impact per Paper
(SNIP): 1.395

Acceptance rate: 27.41 %
Average time to publish: 149 days.

 IJTech is indexed in

 (http://www.scopus.com)

 (http://www.ebsco.com/index.asp)

 (http://www.doaj.org)

 (http://www.scimagojr.com)

 (http://www.indexcopernicus.com)

 (http://www.crossref.org)

https://www.scimagojr.com/journalsearch.php?q=21100235612&tip=sid&exact=no
http://www.scopus.com/
http://www.ebsco.com/index.asp
http://www.doaj.org/
http://www.scimagojr.com/
http://www.indexcopernicus.com/
http://www.crossref.org/


6/26/2020 Journal Issue

https://ijtech.eng.ui.ac.id/issue/34 12/12

 (https://scholar.google.co.id/scholar?

q=site%3Ahttp%3A%2F%2Fijtech.eng.ui.ac.id)

 (http://ip-science.thomsonreuters.com/cgi-bin/jrnlst/jlresults.cgi?

PC=EX&Full=international%20journal%20of%20technology)

(http://info.flagcounter.com/AoS7)

Copyright © 2017 Faculty of Engineering
International Journal of Technology

IJTech secretariat, Engineering Center Bld., 2  Fl.
Faculty of Engineering, Universitas Indonesia

Depok 16424, Indonesia.

nd

https://scholar.google.co.id/scholar?q=site%3Ahttp%3A%2F%2Fijtech.eng.ui.ac.id
http://ip-science.thomsonreuters.com/cgi-bin/jrnlst/jlresults.cgi?PC=EX&Full=international%20journal%20of%20technology
http://info.flagcounter.com/AoS7


6/27/2020 International Journal of Technology

https://www.scimagojr.com/journalsearch.php?q=21100235612&tip=sid 1/8

also developed by scimago: SCIMAGO INSTITUTIONS RANKINGS

Scimago Journal & Country Rank

Home Journal Rankings Country Rankings Viz Tools Help About Us

International Journal of Technology
Country Indonesia  -   SIR Ranking of Indonesia 12

H Index

Subject Area and
Category

Business, Management and Accounting
Management of Technology and Innovation
Strategy and Management

Engineering
Engineering (miscellaneous)

Publisher Faculty of Engineering Universitas Indonesia

Publication type Journals

ISSN 20869614

Coverage 2010-2020

Scope International Journal of Technology aims to provide cutting-edge research and practices in the management and design of
technology, a forum for debate and re�ection as well as an anchor point for many technology practitioners and academics
programs. Submission are invited concerning any theoretical or pratical treatment of technology design, development and
application (from various �eld of study such as: architecture, chemical, civil, electrical, industrial, material, and mechanical
engineering). The subject of papers contributed may cover, but is not limited to: Discussion and exploration of new theory
and knowledge of technology, innovation and sustainable development. Industrial and service management, product and
process design, and performance improvement. Pro�ciency in the understanding technology design, development and
application derived from experimental data analysis. Case studies reporting insights and best practices regarding
technology design and development drawn from practices. Technology tools, techniques and other structured approaches
to understand, measure, or provide value. Empirical observations resulting in original and signi�cant conclusions or
application papers in the above areas are also welcome.

Homepage

How to publish in this journal

Contact

Join the conversation about this journal

Enter Journal Title, ISSN or Publisher Name  

Get Your Video Ad
on YouTube

Engage with your most valuable
audiences on the world's largest
video platform.

YouTube Advertising

https://www.scimagoir.com/
https://www.scimagojr.com/
https://www.scimagojr.com/index.php
https://www.scimagojr.com/journalrank.php
https://www.scimagojr.com/countryrank.php
https://www.scimagojr.com/viztools.php
https://www.scimagojr.com/help.php
https://www.scimagojr.com/aboutus.php
https://www.scimagojr.com/journalrank.php?country=ID
https://www.scimagoir.com/rankings.php?country=IDN
https://www.scimagojr.com/journalrank.php?area=1400
https://www.scimagojr.com/journalrank.php?area=2200
https://www.scimagojr.com/journalrank.php?category=1405
https://www.scimagojr.com/journalrank.php?category=1408
https://www.scimagojr.com/journalrank.php?category=2201
https://www.scimagojr.com/journalsearch.php?q=Faculty%20of%20Engineering%20Universitas%20Indonesia&tip=pub
http://ijtech.eng.ui.ac.id/
http://ijtech.eng.ui.ac.id/about/3/online-submission
mailto:ale.berawi@gmail.com
https://www.googleadservices.com/pagead/aclk?sa=L&ai=Ca2JQLKX2XrS4N4n3oAPb0LHYD5Cy2fdd4-LLtb0L3NkeEAEgkNnHe2DpgoCA-A2gAZPsu_cCyAEJqAMByAPDBKoE8wFP0Lt_SXizqfgxlM1AzLyBo5BDAs74KfoZm9dUWccWpznzC3mBMshwUOwZIEx_Yf-xORQPsa91zUkEm6CwbCRhSRkdmhPyw1kVr94m75-PT8lX9NuFcloG0tk9L4AbsAsA3vOyVJCeV-D2H0GdC0014SKTVZs_amkEePONYosPBB92UtC_geYtNLlURD7AbK-bWfZc0H9xHzrnuYC2F5Gyq3btSQ516dPTYE0Z3t8SrNwaJCrD20oBFBxcQOh3vmyZde5TWaJ1kN_JbioUhFhC17GK9dpE6M_W9J0LYrncCrW2RqeWJ8WZ93pn-8Yl-l3AoxzABMu2hfL8AqAGLoAHnNy1HagHjs4bqAfVyRuoB5PYG6gHugaoB_DZG6gH8tkbqAemvhuoB-zVG6gH89EbqAfs1RuoB5bYG6gHwtob2AcA0ggHCIBhEAEYH7EJZRPuq4CDz06ACgGKCvUBaHR0cDovL2NsaWNrc2VydmUuZGFydHNlYXJjaC5uZXQvbGluay9jbGljaz8mZHNfYV9jaWQ9NjMzMzM4ODQmZHNfYV9jYWlkPTEwMTA1NTY5MjUyJmRzX2FfYWdpZD0xMDIyNDQ2Mzc1MTUmZHNfYV9maWlkPSZkc19hX2xpZD0mJmRzX2VfYWRpZD00MzY0Mjk0MTgzNDgmZHNfZV9tYXRjaHR5cGU9Y29udGVudCZkc19lX2RldmljZT1jJmRzX2VfbmV0d29yaz1kJiZkc191cmxfdj0yJmRzX2Rlc3RfdXJsPXt1bmVzY2FwZWRscHVybH2YCwHICwHgCwGADAHYEwyIFAM&ae=1&num=1&cid=CAASEuRozmzrnuSQk1U4WLtpIRoaAQ&sig=AOD64_3FqjgifC-uAl4doWrwfL3FhOUonw&client=ca-pub-7636113250813806&nb=9&adurl=https://youtube.com/intl/en/ads/running-a-video-ad/%3Fsubid%3Did-en-gdn-yt-pr-c-ims!o3~EAIaIQobChMItP6Bj_Cg6gIViTtoCh1baAz7EAEYASAAEgLy9vD_BwE~%7Badgroup%7D~~10105569252~436429418348%26gclsrc%3Daw.ds%26%26gclid%3DEAIaIQobChMItP6Bj_Cg6gIViTtoCh1baAz7EAEYASAAEgLy9vD_BwE
https://www.googleadservices.com/pagead/aclk?sa=L&ai=Ca2JQLKX2XrS4N4n3oAPb0LHYD5Cy2fdd4-LLtb0L3NkeEAEgkNnHe2DpgoCA-A2gAZPsu_cCyAEJqAMByAPDBKoE8wFP0Lt_SXizqfgxlM1AzLyBo5BDAs74KfoZm9dUWccWpznzC3mBMshwUOwZIEx_Yf-xORQPsa91zUkEm6CwbCRhSRkdmhPyw1kVr94m75-PT8lX9NuFcloG0tk9L4AbsAsA3vOyVJCeV-D2H0GdC0014SKTVZs_amkEePONYosPBB92UtC_geYtNLlURD7AbK-bWfZc0H9xHzrnuYC2F5Gyq3btSQ516dPTYE0Z3t8SrNwaJCrD20oBFBxcQOh3vmyZde5TWaJ1kN_JbioUhFhC17GK9dpE6M_W9J0LYrncCrW2RqeWJ8WZ93pn-8Yl-l3AoxzABMu2hfL8AqAGLoAHnNy1HagHjs4bqAfVyRuoB5PYG6gHugaoB_DZG6gH8tkbqAemvhuoB-zVG6gH89EbqAfs1RuoB5bYG6gHwtob2AcA0ggHCIBhEAEYH7EJZRPuq4CDz06ACgGKCvUBaHR0cDovL2NsaWNrc2VydmUuZGFydHNlYXJjaC5uZXQvbGluay9jbGljaz8mZHNfYV9jaWQ9NjMzMzM4ODQmZHNfYV9jYWlkPTEwMTA1NTY5MjUyJmRzX2FfYWdpZD0xMDIyNDQ2Mzc1MTUmZHNfYV9maWlkPSZkc19hX2xpZD0mJmRzX2VfYWRpZD00MzY0Mjk0MTgzNDgmZHNfZV9tYXRjaHR5cGU9Y29udGVudCZkc19lX2RldmljZT1jJmRzX2VfbmV0d29yaz1kJiZkc191cmxfdj0yJmRzX2Rlc3RfdXJsPXt1bmVzY2FwZWRscHVybH2YCwHICwHgCwGADAHYEwyIFAM&ae=1&num=1&cid=CAASEuRozmzrnuSQk1U4WLtpIRoaAQ&sig=AOD64_3FqjgifC-uAl4doWrwfL3FhOUonw&client=ca-pub-7636113250813806&nb=19&adurl=https://youtube.com/intl/en/ads/running-a-video-ad/%3Fsubid%3Did-en-gdn-yt-pr-c-ims!o3~EAIaIQobChMItP6Bj_Cg6gIViTtoCh1baAz7EAEYASAAEgLy9vD_BwE~%7Badgroup%7D~~10105569252~436429418348%26gclsrc%3Daw.ds%26%26gclid%3DEAIaIQobChMItP6Bj_Cg6gIViTtoCh1baAz7EAEYASAAEgLy9vD_BwE
https://www.googleadservices.com/pagead/aclk?sa=L&ai=Ca2JQLKX2XrS4N4n3oAPb0LHYD5Cy2fdd4-LLtb0L3NkeEAEgkNnHe2DpgoCA-A2gAZPsu_cCyAEJqAMByAPDBKoE8wFP0Lt_SXizqfgxlM1AzLyBo5BDAs74KfoZm9dUWccWpznzC3mBMshwUOwZIEx_Yf-xORQPsa91zUkEm6CwbCRhSRkdmhPyw1kVr94m75-PT8lX9NuFcloG0tk9L4AbsAsA3vOyVJCeV-D2H0GdC0014SKTVZs_amkEePONYosPBB92UtC_geYtNLlURD7AbK-bWfZc0H9xHzrnuYC2F5Gyq3btSQ516dPTYE0Z3t8SrNwaJCrD20oBFBxcQOh3vmyZde5TWaJ1kN_JbioUhFhC17GK9dpE6M_W9J0LYrncCrW2RqeWJ8WZ93pn-8Yl-l3AoxzABMu2hfL8AqAGLoAHnNy1HagHjs4bqAfVyRuoB5PYG6gHugaoB_DZG6gH8tkbqAemvhuoB-zVG6gH89EbqAfs1RuoB5bYG6gHwtob2AcA0ggHCIBhEAEYH7EJZRPuq4CDz06ACgGKCvUBaHR0cDovL2NsaWNrc2VydmUuZGFydHNlYXJjaC5uZXQvbGluay9jbGljaz8mZHNfYV9jaWQ9NjMzMzM4ODQmZHNfYV9jYWlkPTEwMTA1NTY5MjUyJmRzX2FfYWdpZD0xMDIyNDQ2Mzc1MTUmZHNfYV9maWlkPSZkc19hX2xpZD0mJmRzX2VfYWRpZD00MzY0Mjk0MTgzNDgmZHNfZV9tYXRjaHR5cGU9Y29udGVudCZkc19lX2RldmljZT1jJmRzX2VfbmV0d29yaz1kJiZkc191cmxfdj0yJmRzX2Rlc3RfdXJsPXt1bmVzY2FwZWRscHVybH2YCwHICwHgCwGADAHYEwyIFAM&ae=1&num=1&cid=CAASEuRozmzrnuSQk1U4WLtpIRoaAQ&sig=AOD64_3FqjgifC-uAl4doWrwfL3FhOUonw&client=ca-pub-7636113250813806&nb=0&adurl=https://youtube.com/intl/en/ads/running-a-video-ad/%3Fsubid%3Did-en-gdn-yt-pr-c-ims!o3~EAIaIQobChMItP6Bj_Cg6gIViTtoCh1baAz7EAEYASAAEgLy9vD_BwE~%7Badgroup%7D~~10105569252~436429418348%26gclsrc%3Daw.ds%26%26gclid%3DEAIaIQobChMItP6Bj_Cg6gIViTtoCh1baAz7EAEYASAAEgLy9vD_BwE
https://www.googleadservices.com/pagead/aclk?sa=L&ai=Ca2JQLKX2XrS4N4n3oAPb0LHYD5Cy2fdd4-LLtb0L3NkeEAEgkNnHe2DpgoCA-A2gAZPsu_cCyAEJqAMByAPDBKoE8wFP0Lt_SXizqfgxlM1AzLyBo5BDAs74KfoZm9dUWccWpznzC3mBMshwUOwZIEx_Yf-xORQPsa91zUkEm6CwbCRhSRkdmhPyw1kVr94m75-PT8lX9NuFcloG0tk9L4AbsAsA3vOyVJCeV-D2H0GdC0014SKTVZs_amkEePONYosPBB92UtC_geYtNLlURD7AbK-bWfZc0H9xHzrnuYC2F5Gyq3btSQ516dPTYE0Z3t8SrNwaJCrD20oBFBxcQOh3vmyZde5TWaJ1kN_JbioUhFhC17GK9dpE6M_W9J0LYrncCrW2RqeWJ8WZ93pn-8Yl-l3AoxzABMu2hfL8AqAGLoAHnNy1HagHjs4bqAfVyRuoB5PYG6gHugaoB_DZG6gH8tkbqAemvhuoB-zVG6gH89EbqAfs1RuoB5bYG6gHwtob2AcA0ggHCIBhEAEYH7EJZRPuq4CDz06ACgGKCvUBaHR0cDovL2NsaWNrc2VydmUuZGFydHNlYXJjaC5uZXQvbGluay9jbGljaz8mZHNfYV9jaWQ9NjMzMzM4ODQmZHNfYV9jYWlkPTEwMTA1NTY5MjUyJmRzX2FfYWdpZD0xMDIyNDQ2Mzc1MTUmZHNfYV9maWlkPSZkc19hX2xpZD0mJmRzX2VfYWRpZD00MzY0Mjk0MTgzNDgmZHNfZV9tYXRjaHR5cGU9Y29udGVudCZkc19lX2RldmljZT1jJmRzX2VfbmV0d29yaz1kJiZkc191cmxfdj0yJmRzX2Rlc3RfdXJsPXt1bmVzY2FwZWRscHVybH2YCwHICwHgCwGADAHYEwyIFAM&ae=1&num=1&cid=CAASEuRozmzrnuSQk1U4WLtpIRoaAQ&sig=AOD64_3FqjgifC-uAl4doWrwfL3FhOUonw&client=ca-pub-7636113250813806&nb=7&adurl=https://youtube.com/intl/en/ads/running-a-video-ad/%3Fsubid%3Did-en-gdn-yt-pr-c-ims!o3~EAIaIQobChMItP6Bj_Cg6gIViTtoCh1baAz7EAEYASAAEgLy9vD_BwE~%7Badgroup%7D~~10105569252~436429418348%26gclsrc%3Daw.ds%26%26gclid%3DEAIaIQobChMItP6Bj_Cg6gIViTtoCh1baAz7EAEYASAAEgLy9vD_BwE
https://www.googleadservices.com/pagead/aclk?sa=L&ai=Ca2JQLKX2XrS4N4n3oAPb0LHYD5Cy2fdd4-LLtb0L3NkeEAEgkNnHe2DpgoCA-A2gAZPsu_cCyAEJqAMByAPDBKoE8wFP0Lt_SXizqfgxlM1AzLyBo5BDAs74KfoZm9dUWccWpznzC3mBMshwUOwZIEx_Yf-xORQPsa91zUkEm6CwbCRhSRkdmhPyw1kVr94m75-PT8lX9NuFcloG0tk9L4AbsAsA3vOyVJCeV-D2H0GdC0014SKTVZs_amkEePONYosPBB92UtC_geYtNLlURD7AbK-bWfZc0H9xHzrnuYC2F5Gyq3btSQ516dPTYE0Z3t8SrNwaJCrD20oBFBxcQOh3vmyZde5TWaJ1kN_JbioUhFhC17GK9dpE6M_W9J0LYrncCrW2RqeWJ8WZ93pn-8Yl-l3AoxzABMu2hfL8AqAGLoAHnNy1HagHjs4bqAfVyRuoB5PYG6gHugaoB_DZG6gH8tkbqAemvhuoB-zVG6gH89EbqAfs1RuoB5bYG6gHwtob2AcA0ggHCIBhEAEYH7EJZRPuq4CDz06ACgGKCvUBaHR0cDovL2NsaWNrc2VydmUuZGFydHNlYXJjaC5uZXQvbGluay9jbGljaz8mZHNfYV9jaWQ9NjMzMzM4ODQmZHNfYV9jYWlkPTEwMTA1NTY5MjUyJmRzX2FfYWdpZD0xMDIyNDQ2Mzc1MTUmZHNfYV9maWlkPSZkc19hX2xpZD0mJmRzX2VfYWRpZD00MzY0Mjk0MTgzNDgmZHNfZV9tYXRjaHR5cGU9Y29udGVudCZkc19lX2RldmljZT1jJmRzX2VfbmV0d29yaz1kJiZkc191cmxfdj0yJmRzX2Rlc3RfdXJsPXt1bmVzY2FwZWRscHVybH2YCwHICwHgCwGADAHYEwyIFAM&ae=1&num=1&cid=CAASEuRozmzrnuSQk1U4WLtpIRoaAQ&sig=AOD64_3FqjgifC-uAl4doWrwfL3FhOUonw&client=ca-pub-7636113250813806&nb=8&adurl=https://youtube.com/intl/en/ads/running-a-video-ad/%3Fsubid%3Did-en-gdn-yt-pr-c-ims!o3~EAIaIQobChMItP6Bj_Cg6gIViTtoCh1baAz7EAEYASAAEgLy9vD_BwE~%7Badgroup%7D~~10105569252~436429418348%26gclsrc%3Daw.ds%26%26gclid%3DEAIaIQobChMItP6Bj_Cg6gIViTtoCh1baAz7EAEYASAAEgLy9vD_BwE
https://www.googleadservices.com/pagead/aclk?sa=L&ai=Ca2JQLKX2XrS4N4n3oAPb0LHYD5Cy2fdd4-LLtb0L3NkeEAEgkNnHe2DpgoCA-A2gAZPsu_cCyAEJqAMByAPDBKoE8wFP0Lt_SXizqfgxlM1AzLyBo5BDAs74KfoZm9dUWccWpznzC3mBMshwUOwZIEx_Yf-xORQPsa91zUkEm6CwbCRhSRkdmhPyw1kVr94m75-PT8lX9NuFcloG0tk9L4AbsAsA3vOyVJCeV-D2H0GdC0014SKTVZs_amkEePONYosPBB92UtC_geYtNLlURD7AbK-bWfZc0H9xHzrnuYC2F5Gyq3btSQ516dPTYE0Z3t8SrNwaJCrD20oBFBxcQOh3vmyZde5TWaJ1kN_JbioUhFhC17GK9dpE6M_W9J0LYrncCrW2RqeWJ8WZ93pn-8Yl-l3AoxzABMu2hfL8AqAGLoAHnNy1HagHjs4bqAfVyRuoB5PYG6gHugaoB_DZG6gH8tkbqAemvhuoB-zVG6gH89EbqAfs1RuoB5bYG6gHwtob2AcA0ggHCIBhEAEYH7EJZRPuq4CDz06ACgGKCvUBaHR0cDovL2NsaWNrc2VydmUuZGFydHNlYXJjaC5uZXQvbGluay9jbGljaz8mZHNfYV9jaWQ9NjMzMzM4ODQmZHNfYV9jYWlkPTEwMTA1NTY5MjUyJmRzX2FfYWdpZD0xMDIyNDQ2Mzc1MTUmZHNfYV9maWlkPSZkc19hX2xpZD0mJmRzX2VfYWRpZD00MzY0Mjk0MTgzNDgmZHNfZV9tYXRjaHR5cGU9Y29udGVudCZkc19lX2RldmljZT1jJmRzX2VfbmV0d29yaz1kJiZkc191cmxfdj0yJmRzX2Rlc3RfdXJsPXt1bmVzY2FwZWRscHVybH2YCwHICwHgCwGADAHYEwyIFAM&ae=1&num=1&cid=CAASEuRozmzrnuSQk1U4WLtpIRoaAQ&sig=AOD64_3FqjgifC-uAl4doWrwfL3FhOUonw&client=ca-pub-7636113250813806&nb=1&adurl=https://youtube.com/intl/en/ads/running-a-video-ad/%3Fsubid%3Did-en-gdn-yt-pr-c-ims!o3~EAIaIQobChMItP6Bj_Cg6gIViTtoCh1baAz7EAEYASAAEgLy9vD_BwE~%7Badgroup%7D~~10105569252~436429418348%26gclsrc%3Daw.ds%26%26gclid%3DEAIaIQobChMItP6Bj_Cg6gIViTtoCh1baAz7EAEYASAAEgLy9vD_BwE


6/27/2020 International Journal of Technology

https://www.scimagojr.com/journalsearch.php?q=21100235612&tip=sid 2/8

2020 call for papers
Peer Reviewed Journal, Indexed, Fast.

asrjetsjournal.org OPEN

Quartiles

The set of journals have been ranked according to their SJR and divided into four equal groups, four quartiles. Q1 (green)
comprises the quarter of the journals with the highest values, Q2 (yellow) the second highest values, Q3 (orange) the third
highest values and Q4 (red) the lowest values.

Category Year Quartile
Engineering (miscellaneous) 2011 Q4
Engineering (miscellaneous) 2012 Q4
Engineering (miscellaneous) 2013 Q4
Engineering (miscellaneous) 2014 Q4

SJR

The SJR is a size-independent prestige indicator that
ranks journals by their 'average prestige per article'. It is
based on the idea that 'all citations are not created
equal'. SJR is a measure of scienti�c in�uence of
journals that accounts for both the number of citations
received by a journal and the importance or prestige of
the journals where such citations come from It
measures the scienti�c in�uence of the average article
in a journal it expresses how central to the global

Citations per document

This indicator counts the number of citations received by
documents from a journal and divides them by the total
number of documents published in that journal. The
chart shows the evolution of the average number of
times documents published in a journal in the past two,
three and four years have been cited in the current year.
The two years line is equivalent to journal impact factor
™ (Thomson Reuters) metric.

Cites per document Year Value
Cites / Doc. (4 years) 2010 0.000
Cites / Doc. (4 years) 2011 0.000
Cites / Doc. (4 years) 2012 0.050
Cites / Doc. (4 years) 2013 0.169
Cites / Doc. (4 years) 2014 0.154
Cites / Doc. (4 years) 2015 0.198
Cites / Doc. (4 years) 2016 0.269
Cites / Doc. (4 years) 2017 0.681
Cites / Doc. (4 years) 2018 1.104
Cites / Doc. (4 years) 2019 1.162

Total Cites Self-Cites

Evolution of the total number of citations and journal's
self-citations received by a journal's published
documents during the three previous years.
Journal Self-citation is de�ned as the number of citation
from a journal citing article to articles published by the
same journal.

Cites Year Value
S lf Cit 2010 0

External Cites per Doc Cites per Doc

Evolution of the number of total citation per document
and external citation per document (i.e. journal self-
citations removed) received by a journal's published
documents during the three previous years. External
citations are calculated by subtracting the number of
self-citations from the total number of citations received
by the journal’s documents.

Cit Y V l

% International Collaboration

International Collaboration accounts for the articles that
have been produced by researchers from several
countries. The chart shows the ratio of a journal's
documents signed by researchers from more than one
country; that is including more than one country address.

Year International Collaboration
2010 45.45
2011 15 15

Citable documents Non-citable documents Cited documents Uncited documents
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Hadi 2 weeks ago

Is this journal recieved manuscribe in metrology �eld. Thanks a lot for a good attention.

reply

ASMAT 4 weeks ago

This journal totally disappointed me. I submitted my article in march 2019 in that time there were

no APC charge, and entire 2019 year, the editior board did not reply regarding reviewing status. This

Not every article in a journal is considered primary
research and therefore "citable", this chart shows the
ratio of a journal's articles including substantial research
(research articles, conference papers and reviews) in
three year windows vs. those documents other than
research articles, reviews and conference papers.

Documents Year Value

Ratio of a journal's items, grouped in three years
windows, that have been cited at least once vs. those
not cited during the following year.

Documents Year Value
Uncited documents 2010 0
Uncited documents 2011 11
Uncited documents 2012 42

← Show this widget in
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code:
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H

Melanie Ortiz 2 weeks ago

Dear Hadi,

thank you for contacting us.

Unfortunately, we cannot help you with your request, we suggest you visit the journal's

homepage (See scope and submission/author guidelines) or contact the journal’s

editorial staff , so they could inform you more deeply. 

Best Regards, SCImago Team
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